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API 936 Exam Publications Effectivity Sheet –  
FOR: December 2021, April-December 2022, April-August 2023 

 
Listed below are the effective editions of the publications required for this exam for the date(s) shown above.  

 
 
API Publications 
 

 API Standard 936, Refractory Installation Quality Control Guidelines – Inspection and Testing 
Monolithic Refractory Linings and Materials, 4th Edition, June 2014  

 
 API TR 978, Monolithic Refractories: Manufacture, Properties, and Selection, 1st Edition, March 

2019 
 

 API TR 979, Applications of Refractory Lining Materials, 1st Edition, October 2018 
 

 API TR 980, Monolithic Refractories: Installation and Dryout, 1st Edition, April 2018 
 
ASTM (American Society for Testing and Materials) Publications: 
 

 C113-14 (2019) – Standard Test Method for Reheat Change of Refractory Brick  
 

 C133-97 (2021) – Standard Test Methods for Cold Crushing Strength and Modulus of Rupture of 
Refractories  
 

 C181-11 (2018) – Standard Test Method for Workability Index of Fireclay and High-Alumina 
Plastic Refractories  

 
 C704-15 -Standard Test Method for Abrasion Resistance of Refractory Materials at Room 

Temperatures  
 

 
 
 
 
 
 
 
 
 

___________________________________________________________________________ 
Please ensure you obtain authorized documents from one of API’s redistributors: 

Techstreet: www.techstreet.com; Phone: 1-800-699-9277 
IHS Documents: www.global.ihs.com ; Phone: 1-800-854-7179 

 

https://www.astm.org/Standards/C113.htm
https://www.astm.org/Standards/C133.htm
https://www.astm.org/Standards/C181.htm
https://www.astm.org/Standards/C704.htm
http://www.techstreet.com/
http://www.global.ihs.com/

